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I. INTRODUCTION

The Defense Nuclear Agency (DNA) requires a knowledge of the mechanical

and physical properties of materials (both natural and man made) which are

used in conjunction with its underground testing program at the Nevada Test

Site. This report describes the material testing program conducted by Terra

Tek, Inc. , Research and Development Division, from June 1980 to November 1981

for the Test Directorate, Field Command, DNA. Work completed between Septem-

ber 1979 and May 1980 has been included in a previous final report'.

This report is divided into three sections. The first section contains

the results of testing of several tuffs from the Nevada Test Site that are

associated with nuclear events. These tests consisted, generally, of physical

property measurements of bulk density, grain density, saturation, and air void

content, followed by uniaxial strain experiments and ultrasonic velocity mea-

surements.

The second section is the final version of a report on the mechanical and

physical properties of 2C4 grout to be used in conjunction with small-scale

explosive tests for effects evaluation. A preliminary version of this report

has been distributed to the DNA Test Directorate as well as other interested

government agencies and contractors. Tests conducted were uniaxial strain,

triaxial compression, hydrostatic compression, strain rate, permeability and

the measurement of physical properties on samples cured to a consistent age.

The third section consists of results of measurements of the properties

of certain Coal Tar Epoxy (CTE) mixtures for stemming and containment evalua-

tion. Included are room temperature triaxial compression and uniaxial strain

results.

'Butters, S.W., J.M. Gronseth and J.F. Patterson, May 1980, "Material Proper-
ties of Nevada Test Site Tuff and Grout -- Final Report for Period September
1978 to August 1979.

5
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Introduction

A series of measurements of physical properties, ultrasonic velocities,

and mechanical properties were made on tuffaceous material from the Nevada

Test Site. The results of these tests are presented in this section where

they are listed by bore hole identification numbers. Each bore hole is treated

independently, with the graphical results of the mechanical tests forming an

appendix. In such cases where a uniaxial strain test was not performed or was

unsuccessful, only the physical properties and ultrasonic velocity data are

given. This practice is consistently followed throughout "'is report. Also

included is a section that explains the procedures used for termining physi-

cal properties, performing uniaxial strain tests, and mt -ring ultrasonic

velocities.

w7



UE12N#12

Physical properties, ultrasonic wave velocities and uniaxial strain tests

were conducted on cored material from hole UE12N#12. This material was re-

ceived from the DNA in September, 1980.

Table I lists physical properties, ultrasonic velocities and permanent

compaction, resulting from uniaxial strain tests to 4 kbars confining pres-

sure, as functions of drill hole depth. Summary plots of density, porosity,

air void percentage, longitudinal velocity, and permanent compaction as func-

tions of depth are shown in Figure 1.

The permanent compactions sustained in the uniaxial strain tests ranged

from 0.1% to 7.5% and the maximum stress difference ranged from 0.06 kb to 1.3

kb. There is a general correlation between this compaction and the calculated

air void volume for the majority of the tests. The reduced data from these

tests are presented as plots of volume strain as functions of mean normal

stress and confining pressure as functions of stress difference in Appendix A,

Figures Ala-Al4b.

One sample (drill hole depth of 1291 ft) was subjected to two consecutive

uniaxial strain tests. These two tests are plotted together in Figures A6a

and A6b.

8
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I.

Table 1

Physical Properties, Measured Permanent Compaction, and
Ultrasonic Velocities on Samples from UE2nE12

Drill Hole Density (=/Cc) Water Meas. Velocity
Footage As- by Wet Porosity Saturation Calc. Air Permanent (k/sec)
.a/ft) Received Dry Grain Weight M) %) M Voids () Coo. Long Shear

350.8/1151 1.97 1.69 2.41 14.1 29.9 92.9 2.1 3.8 3.8 2.0
353.6/1160 1.96 1.65 2.43 15.6 32.1 95.2 1.6 3.3 3.2 1.6
355.7/1167 1.77 1.38 2.43 22.2 43.3 91.0 3.9 2.3 2.8 1.2
359.4/1179 1.87 1.51 2.36 19.2 36.0 99.8 0.1 1.8 3.0 1.5
362.1/1188 1.80 1.43 2.36 20.3 39.3 93.1 2.7 2.2 2.7 1.3
366.1/1201 2.02 1.74 2.44 14.0 28.7 98.9 0.3 0.6 3.2 1.6
368.5/1209 1.87 1.57 2.39 16.4 34.4 89.2 3.7 0.1 3.5 1.9
371.9/1220 1.83 1.46 2.48 20.4 41.3 90.1 4.1 2.0 2.9 1.2
374.3/1228 1.87 1.51 2.54 19.6 40.7 90.0 4.1 1.8 2.6 1.0
377.3/1238 1.71 1.28 2.38 Z5.1 46.3 92.3 3.6 6.5 2.0 0.8
381.3/1251 1.80 1.40 2.38 22.4 41.2 97.8 0.9 1.7 2.9 1.4
384.0/1260 1.85 1.52 2.37 18.2 36.1 93.3 2.4 1.9 3.2 1.6
387.7/1272 1.67 1.24 2.39 25.7 48.2 88.9 5.3 1.0 1.8 0.8
389.5/1278 1.80 1.43 2.34 20.7 38.9 96.1 1.5 --- 2.8 i.3
393.5/1291 1.77 1.39 2.38 21.5 41.6 91.6 3.5 0.3 2.6 1.1
397.2/1303 1.88 1.55 2.41 17.4 35,7 91.7 3.0 2.3 3.1 1.5
400.8/1315 1.88 1.57 2.38 16.8 34.1 92.8 2.4 --- 3.2 1.7
404.2/1326 1.96 1.64 2.47 16.3 33.6 99.1 1.6 1.1 3.0 1.4
406.6/1334 1.97 1.67 2.51 15.2 33.3 89.8 3.4 1.8 3.0 1.5
410.3/1346 2.21 2.01 2.60 8.8 22.6 85.8 3.2 0.3 3.2 1.4
413.0/1355 1.85 1.46 2.47 20.8 40.8 94.0 2.5 2.0 2.6 1.1
416.1/1365 1.77 1.37 2.45 22.9 44.2 92.0 3.5 1.2 2.8 1.3
418.8/1374 1.89 1.55 2.45 18.4 36.9 94.3 2.1 1.1 2.8 1.2
422.5/1386 2.05 1.80 2.53 12.3 30.0 86.7 3.9 1.8 3.2 1.7
425.2/1395 2.07 1.90 2.40 8.4 20.9 83.7 3.4 --- 4.0 2.4
430.7/1413 2.00 1.72 2.40 14.0 28.4 99.0 0.3 0.4 3.1 1.4
434.3/1425 1.92 1.62 2.41 15.9 32.8 93.4 2.2 2.5 3.2 1.6
437.4/1435 1.85 1.45 2.51 21.3 42.1 93.6 2.7 0.3 2.5 0.8
440.4/1445 1.85 1.49 2.36 19.4 36.8 97.7 0.8 1.8 2.9 1.4
444.1/1457 1.92 1.70 2.31 11.2 26.4 81.5 4.9 --- 3.2 1.7
446.2/1464 1.79 1.39 2.40 22.5 42.3 95.2 2.0 2.4 2.6 1.1
448.4/1471 1.81 1.44 2.40 20.7 40.1 93.6 2.6 2.2 2.6 1.1
451.1/1480 1.85 1.47 2.49 20.5 41.1 92.1 3.3 1.4 2.5 1.0
453.2/1487 1.87 1.54 2.39 18.0 35.8 94.3 2.0 7.5 3.0 1.5
456.9/1499 1.83 1.50 2.38 18.0 36.8 89.7 3.8 4.2 2.5 1.1
459.9/1509 1.84 1.47 2.32 19.8 36.5 99.4 0.2 1.5 2.5 1,2
463.0/1519 1.87 1.54 2.35 17.4 34.3 94.4 1.9 1.4 2.9 1.3
465.1/1526 1.91 1.60 2.38 16.6 32.9 96.5 1.2 1.5 3.0 1.5
467.9/1535 1.85 1.47 2.39 20.7 38.7 98.9 0.4 --- 2.7 ---

471.8/1548 1.87 1.53 2.46 18.1 37.7 90.0 3.8 1.3 2.7 1.3
517.2/1697 2.14 1.88 2.64 12.2 29.0 89.8 3.0 0.5 3.0 1.4
518.8/1702 2.25 2.03 2.61 9.8 22.4 98.9 0.2 1.2 3.4 1.7
522.4/1714 2.17 1.88 2.63 12.7 28.4 96.4 1.0 --- 1.7 0.7
524.9/1722 2.17 11.87 2.70 14.1 30.9 98.3 0.5 0.5 2.4 0.8

.. .- . ,z"- W'I.
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U12N. 14-UG-1

Cored samples were received from hole number U12N.14-UG-1 on January 8.

1981. They were subjected to physical properties and ultrasonic wave velocity

analysis, and tested in uniaxial strain.

Table 2 presents the physical properties, ultrasonic data, and the per-

manent volume compaction resulting from the uniaxial strain tests. Graphical

representations of the density, porosity, air void percentage, longitudinal

velocity and permanent compaction as functions of sample depth are shown in

Figure 2.

The permanent compaction of these samples varied between 0.2% and 9.2%.

The range of peak stress differences was from 0.2 to 1.0 kbars.

Plots for each successful uniaxial compression test showing volume strain

versus the mean normal stress, and the stress difference versus the confining

pressure are shown in Appendix B, Figures Bla-Bl5b.

:" 1'



Table 2

Physical Properties, Measured Permanent Compaction, and
Ultrasonic Velocities on Samples from U12n.14 Ug-1

Drill Holt Densit (=/cc) Water Meas. Velocity
Footage s- by Wet Porosity Saturation Calc. Air Permanent (km/sec)
(m/ft) Received 0ry Grain Weight M) M Qi Voids ( Co I mp. 2 Long Shear

214.6/704 1.84 1.44 2.56 21.6 43.7 90.9 4.0 2.3 3.00 1.50
222.8/731 2.05 1.75 2.65 14.6 33.8 88.5 3.9 0.7 3.10 1.30
230.1/755 2.06 1.77 2.62 14.1 32.4 89.7 3.4 1.9 2.00 1.00
238.0/781 2.17 1.94 2.66 10.6 27.2 :5.0 4.1 0.7 3.50 1.70
244.4/802 2.06 1.77 2.73 14.4 35.3 84.2 5.6 1.2 2.10 0.90
252.4/828 2.09 1.81 2.66 13.6 32.0 88.7 3.6 1.5 -- --
259.1/850 2.03 1.69 2.69 16.6 37.2 90.7 3.4 --- 2.80 1.40
267.6/878 2.05 1.79 2.61 12.7 31.4 82.9 5.4 0.2 2.50 1.30
276.1/906 2.02 1.70 2.63 16.0 35.3 91.4 3.0 0.8 2.70 1.10
282.9/928 2.16 1.92 2.70 11.3 29.0 84.5 4.5 0.8 2.80 1.20
291.4/956 2.09 1.82 2.69 12.9 32.2 84.2 5.1 0.8 2.80 1.10
297.2/975 2.12 1.86 2.61 12.3 28.8 90.6 2.7 2.7 2.70 1.10
304.5/999 2.17 1.88 2.66 13.3 29.4 98.4 0.5 0.7 2.70 1.10
312.7/1026 1.91 1.56 2.47 18.0 36.7 93.3 2.5 0.4 2.40 1.10
319.7/1049 1.90 1.57 2.56 17.5 38.7 86.4 5.3 0.7 2.90 1.40
326.1/1070 1.88 1.53 2.47 18.7 38.2 91.9 3.1 --- 3.00 1.40
334.7/1098 1.90 1.54 2.44 18.9 37.5 93.0 2.67 1.6 2.81 1.28
343.2/1126 1.84 1.51 2.44 17.5 37.9 84.6 5.8 0.6 2.81 1.34
350.2/1149 1.94 1.61 2.47 16.8 34.7 93.5 2.2 1.0 2.85 1.35
358.4/1176 1.91 1.58 2.48 17.0 36.0 89.9 3.7 0.3 2.85 1.36
366.7/1203 1.95 1.63 2.47 16.2 33.8 93.2 2.3 1.5 3.06 1.44
372.8/1223 1.95 1.64 2.45 15.9 33.0 94.3 1.9 1.1 2.87 1.34
381.6/1252* 1.94 1.61 2.46 16.7 34.3 92.4 2.0 9.4 2.90 1.45
388,6/1275 1.95 1.62 2.49 16.9 34.8 94.5 1.9 1.6 2.92 1.30
395.9/1299 1.95 1.66 2.53 14.8 34.3 84.2 5.4 0.4 2.71 1.29
402.9/1322 1.97 1.67 2.48 15.0 32.4 90.9 3.0 1.3 2.92 1.51
411.8/1351 1.89 1.56 2.46 17.1 36.6 88.2 4.3 1.1 2.80 1.31
419.1/1375 1.78 1.35 2.43 23.9 44.4 95.5 2.0 0.7 2.91 1.41
426.4/1399 1.86 1.50 2.43 19.3 38.4 93.4 2.53 0.9 2.68 1.27
434.6/1426 1.80 1.40 2.42 22.0 42.1 93.8 2.6 1.8 2.83 1.35
442.0/1450 1.91 1.60 2.43 16.3 34.2 91.0 3.1 1.7 3.03 1.45
449.6/1475 1.89 1.56 2.45 17.8 36.6 91.9 3.0 3.8 2.75 1.34
457.5/1501 1.88 1.55 2.44 17.7 36.6 91.0 3.3 2.8 2.72 1.34

464.2/1523* 1.71 1.53 2.46 10.6 37.9 47.9 19.7 6.2 2.55 1.52
472.4/1550 1.81 1.48 2.48 18.3 40.4 82.0 7.3 3.2 2.95 1.36
479.5/1573* 1.82 1.58 2.50 13.3 36.9 65.6 12.7 --- 2.55 1.46
488.6/1603 1.89 1.54 2.46 18.8 37.6 93.3 2.4 --- 2.85 1.38
494.4/1622 1.89 1.56 2.42 17.6 35.7 93.3 2.4 4.7 3.20 1.52
502.9/1650 1.86 1.51 2.49 18.9 39.4 89.2 4.3 2.6 2.88 1.43

510.5/1675 1.76 1.35 2.42 23.3 44.2 92.7 3.2 2.3 3.33 1.37
516.0/1693 1.75 1.36 2.40 22.5 43.5 90.5 4.1 3.7 2.71 1.25
525.5/1724 1.77 1.35 2.45 24.0 45.1 94.2 2.6 3.5 2.66 1.24
533.7/1751 1.72 1.28 2.42 25.7 47.2 93.7 3.0 --- 2.74 1.24

541.3/1776 1.76 1.33 2.40 24.3 44.5 96.1 1.7 5.2 2.46 1.11
548.3/1799 1.75 1.33 2.40 24.2 44.7 94.7 2.4 2.8 2.57 1.19
556.6/1826 1.78 1.40 2.43 21.5 42.5 90.1 4.2 5.5 2.99 1.41
565.1/1854 1.79 1.39 2.40 22.2 42.0 94.7 2.2 2.3 2.64 1.22
570.6/1872 1.81 1.42 2.44 21.3 41.6 92.6 3.1 3.5 2.72 1.29
578.8/1899 1.82 1.44 2.46 21.1 4.6 92.3 3.2 5.0 2.07 1.53
586.1/1923* 1.83 1.57 2.40 14.2 34.6 75.2 8.6 1.8 3.43 1.76
593.4/1947 1.91 1.61 2.40 15.7 32.9 91.1 2.9 --- 4.34 2.23
601.4/1973 1.81 1.41 2.43 22.3 42.1 95.8 1.8 4.7 3.43 1.68
609.0/1998 1.71 1.26 2.46 26.4 48.8 92.4 3.7 9.2 -.

616.6/2023 1.69 1.20 2.40 28.8 49.9 97.6 1.2 2.4 2.63 1.15
625.8/2053 1.94 1.61 2.43 17.2 33.9 98.4 0.5 2.7 3.36 1.82
631.5/2072 1.99 1.74 2.42 12.7 28.2 89.6 2.9 --- 3.72 2.05
637.0/2090 1.99 1.75 2.44 12.0 28.2 84.6 4.4 --- 3.92 2.23

*Samle not sealed well.
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U12N.15UG-1, 2 and 3

Samples from drill holes U12N.15UG-1, 2 and 3 were received in June,

1981. These cores vere subjected to uniaxial strain tests to 4 kbars confin-

ing pressure, and physical properties and ultrasonic wave velocity tests.

Tables 3-5 list the ultrasonic, physical properties and permanent compac-

tion data for each footage from drill holes UG-1, UG-2 and UG-3, respectively.

Summary plots for selected properties from these holes as functions of sample

footage are shown in Figures 3-5.

Plots showing volume strain as functions of mean normal stress and the

stress difference as functions of confining pressure are presented in Appendix

C, Figures Cla-ClOb.

Permanent compactions of the samples ranged between 0.4% and 3.1%. Peak

stress differences ranged from 0.2 to 0.9 kbars.
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Table 3

Physical Properties, Measured Permanent Compaction, and
Ultrasonic Velocities on Samples from U2n.15 Ug-I

Drill Hole Densit (am/cc) Water Meas. Velocity
Footage As- by Wet Porosity Saturation Caic. Air Permanent (ku/sec)
(Rm/ft) Received Dry Grain Weight M M , ( Voids Ln Cop. o Shear

2.8/9.2 2.06 1.76 2.56 14.5 31.2 95.7 1.3 0.4 2.74 1.16

10.7/35.2 1.82 1.46 2.34 19.8 37.6 95.8 1.6 2.0 2.75 1.23

18.8/61.7 1.85 1.50 2.33 18.7 35.5 97.6 0.9 1.4 2.71 1.15

25.5/83.5 1.86 1.51 2.39 18.8 36.8 95.0 1.8 1.7 3.12 1.48

33.8/111.0 1.85 1.50 2.40 18.9 37.5 93.3 2.5 1.8 2.62 1.09

41.8/137.2 1.85 1.52 2.32 18.0 34.6 96.2 1.3 1.9 3.58 1.79

49.3/161.7 1.87 1.54 2.32 17.6 33.6 98.0 0.7 1.5 2.67 1.12

56.4/184.9 1.95 1.67 2.35 14.5 29.1 97.3 0.8 2.3 3.32 1.70

63.2/207.4 1.96 1.64 2.42 16.2 32.1 98.8 0.4 1.2 2.92 1.33

70.1/230.0 2.17 1.92 2.58 11.6 25.7 98.1 0.5 2.4 2.82 1.17

77.2/253.5 2.09 1.85 2.46 11.5 24.8 96.9 0.8 0.6 3.31 1.59

86.6/284.0 2.50 12.49 2.55 0.2 2.16 23.2 1.7 --- 5.84 3.62

Table 4

Physical Properties, Measured Permanent Compaction, and
Ultrasonic Velocities on Samples from U12n.15 Uq-2

Drill Hole OensitV (g/cC) Water Meas. Valoity
Footage As- by Wet Porosity Saturation Calc. Air Permanent ku/sec)
(/ft) Received Dr Grain Weight ME M M Voids (%) Comp. (Z) Long Shear

1.8/5.9 2.12 1.84 2.61 13.4 29.7 95.8 1.3 1.5 3.03 1.47

9.3/30.5 1.86 1.60 2.18 13.8 26.5 97.0 0.8 1.0 3.25 1.57

16.4/53.7 1.89 1.57 2.38 17.0 34.1 94.3 1.9 0.8 2.64 1.16

25.4/83.2 1.92 1.59 2.42 17.3 34.4 96.6 1.2 2.9 2.93 1.26

30.8/101.2 1.84 1.51 2.29 17.7 33.9 96.2 1.3 1.7 3.86 2.27

38.3/125.5 1.80 1.42 2.32 29.9 38.6 97.4 1.0 3.0 2.63 1.06

46.3/145.5 1.85 1.48 2.38 20.0 37.6 97.8 0.8 1.0 2.68 1.13 1

Table 5

Physical Properties, Measured Permanent Compaction, and
Ultrasonic Velocities on Samples from U12n.15 Ug-3

Drill Hole Density (oa/cC) Water Meas. Velocity
Footage As- by Wet Porosity Saturation Calc. Air Permanent (ka/sec)
(m/ft) Received Dry Grain Weight ME M*J (. Voids Comp. (Z). Long Shearl

1.9/6.2 1.96 1.66 2.37 15.1 29.8 99.4 0.2 1.2 2.98 1.39

7.6/25.0 1.94 1.66 2.34 14.6 29.2 97.0 0.9 0.9 2.83 1.36

14.8/48.6 1.93 1.66 2.33 14.2 28.9 94.7 1.5 2.5 3.01 1.51

23.2/76.0 1.95 1.64 2.38 15.8 31.0 99.4 0.2 1.4 2.87 1.39

37.5/123.1 1.93 1.60 2.40 16.9 33.2 98.3 0.6 3.1 3.19 1.64

45.0/147.7 1.93 1.63 2.36 15.4 30.8 96.5 1.1 1.7 2.46 1.02

15
*

L . . . ---.- .... .. . ...



U12N. 15UG-1I-

0.00

0~.240-

U +
:00

> 0 * *

W 0
a Z 0.240uJ *
tWl.,, 0.220.

0.180 * * • I

- 0.036 0 0 *

rD+0.020-
0-

Q. 0.006

0.030I

- II IIS

0.020

00

T 0.010000

0.00'

co 0.1900

I So. o

0.130

Z F-
LU U. 0.100

0.00 0.060 0.100 0.160 0.200 0.280 0.300

FOOTAGE FROM COLLAR (E+03)

Figure 3.
U12t1.15-UG-1. Selected Properties as a

F, nction of Drill Hole Footage.

16
.- ,Y



U12N. ISUG-2

0+
-0.020.

us 0.0

W 0.20

We

a

0 -U1 0.20

0

IL-

0 +o LL 0.020

-0.000

0.2

00

~J W 0.130

00

.j 1-- 0.000 0.080 0.100 0.160 0.200 0.250 0.300

FOOTAGE FROM COLLAR (E+03)

Figure 4.
U1211.15-UG-Z. Selected Properties as a

Function of Drill Hole Footanc.

17

-~~~4 . .-~I



o1 U12N. I5UG-3

a

>>+ 0 220o
Uj Z .20

toor
O 0.1110 I

00

- ,0.035 -

0)0

W 0.00 .. I

0 W

0 0.006

0.030

0.A20L i
- 0.00

LU 0.010 .

cc 0.10(

0 + r
. 0.1301-

0 oo 0 0

0.000 0.080 0.100 0.180 0.200 0.280 0.300

FOOTAGE FROM COLLAR (E+03)

Fiaure 5.
U12;J.15-UG-3. Selected Properties as a

Function of Drill Eole Footaoe.

18

",OP
J _ ._ ;.. ...



Testing Procedures

Sample Handling and Preparation Techniques - Samples of tuff as-received

have been wrapped in foil and sealed in beeswax in the field. Density and

moisture content were determined from small pieces (i.e. -50 cm3 ) chipped from

the core. Mechanical test specimens were cut to 2.5 inch (6.4 cm) length

using a diamond cut-off saw and water coolant. The ends were subsequently

ground to be parallel to within 0.001 inches (0.0025 cm). After cutting and

grinding, specimens were wrapped in a urethane jacket and mounted to steel

endcaps. The jacket was then sealed to the endcaps with rubber tape and wire.

Physical Properties Determination - The "as-received" density was deter-

mined by weighing the chipped-off test specimen, coating it with wax, and

measuring its volume using mercury displacement. The same specimen was then

stripped of wax, weighed, and dried in an oven at 1050C for 24 hours. From

the dried sample weight, the percentage water by wet weight (% H20) was deter-

mined. The piece was then crushed and pulverized (100 mesh) to determine

grain density. Grain volume was measured by water immersion and gas evacua-

tion. All weights were determined to ±0.05 percent accuracy; volumes are

accurate to ±1.0 percent.

Nomenclature and equations used for the measured and calculated physical

properties are as follows:

Nomenclature

Pw = in-situ bulk density (wet or "as-received" density)(gm/cm 3 )

Pg = grain density (density of solids)(gm/cm 3)

pH20 = density of 
water (gm/cm

3)

*w = moisture content (percent by wet weight)

*Measured parameters.
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Pd = dry bulk density after oven drying (gm/cm3 )

nt = total porosity (percent of total rock volume)

Sr = degree of saturation (percent of void volume)

Vav = air void content (percent of total rock volume)

Equations

W
d Pw 1-I0

1t00 x 1 Pg

100 (w x pW)
r  x(lt x PH20

)

Vav = lO0 x 1 + Pd (1 1/g) -pw

Mechanical Tests - All mechanical tests were conducted using a servo-con-

trolled hydraulic press in combination with a servo-controlled intensifier as

shown in Figures 6 and 7, respectively. A variety of different tests are

possible with this machine, including hydrostatic and triaxial compression and

uniaxial strain. The upper loading actuator has a 130,000 pound capacity and

the pressure vessel is capable of 60,000 pounds per square inch, or about 4

kilobars (400 MPa).

Data are recorded using X-Y recorders. Signal conditioning equipment and

calibration methods provide an accuracy of ±2% on pressure and stress measure-

ments.

Strain Measurements - Strains are measured using cantilever arms inside

the pressure vessel. A schematic diagram of a mechanical test specimen with

axial and transverse strain cantilevers is shown in Figure 8. A photograph of

a test specimen is shown in Figure 9.
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Figure 6. 4 Kbar Test Machine with Associated Electronic Equipment.

O,&

Figure 7. 4 Kbar Pressure Intensifier.
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Figure 8. Schematic Drawing of a Specimen with the Axial and Transverse
Strain Transducers.

Figure 9. Test Sample with Axial and Transverse Strain-measurement Cantilevers.



Data Presentation - Data are plotted as either hydrostatic pressure or

mean normal stress versus volume change, stress difference versus individual

strains, or stress difference versus confining pressure where compressive

stresses and shortening strains are positive. Here 01, 0Y2, 03 and &.1 , C 2 , E3

refer to principal stresses and strains, respectively. For all tests, a, and

el refer to axial direction, and a2 = (Y3 are the lateral stresses applied by

the liquid pressure. The term e2, which for an isotropic material is assumed

equal to e 3 , refers to transverse strain. Other terms frequently used in the

text are defined as follows:

Mean normal stress =(a, + Cr + an)
3

Volume strain Z= + e 2 + E3

el~ (for uniaxial strain loading)

Stress difference = 0i - 03

Confining pressure o 03

Ultrasonic Velocities - The through-transmission technique is employed to

obtain ultrasonic velocity data; the system used to obtain the data is shown

schematically in Figure 10. The main advantage of this technique is the high

accuracy with which wave transit time can be measured. The received signal is

viewed (on the oscilloscope) alternately with the signal from the variable

frequency synthesizer after it has passed through a shaper. The shape of the

latter is adjusted for an exact match of the initial wave arriving through the

specimen. The pulse that excites the transmitting transducer is next viewed

and its shape matched to that of the comparison wave. Once this is done, the

frequency of the synthesizer is adjusted for an exact number of cycles between

the transmitted and received waves. The number of cycles divided by the

frequency is the transit time through the specimen.
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Figure 10. Schematic of Ultrasonic Velocity Measuring Equipment.

The ultrasonic longitudinal and shear wave transit times are measured

and, along with the specimen length and density, can be used to calculate the

apparent Poisson's ratio, v, and Young's modulus, E, as follows:

(V2 1 ) - 2 (V2 s  V1 = longitudinal velocity

2 (V 1 - V ) V = shear velocity

E 3pV 2  (V21 -! V2s)/(V2 l - V2s)

where p is the specimen density.
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APPENDIX A -UE12N#12

UNIAXIAL COMPRESSION DATA (36 TESTS)
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APPENDIX 8 -U12N.14-UG-1

UNIAXIAL COMPRESSION DATA (45 TESTS)
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APPENDIX C - U12N.15-UG-1,2,3

UNIAXIAL COMPRESSION DATA (25 TESiS)
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NOMENCLATURE

P The pressure of the confining fluid in a hydrostatic or triaxial
c test cell, bars

P Pore fluid pressure, barsP

Sr degree of saturation (percent by void volume)

V av air void content (percent by total volume)

w moisture content (percent by total weight)

AV/V Volume strain, % strain

Strain rate, in/in/sec

e1,2,3 Principle strain

fit total porosity (percent by total volume)

Pd dry bulk density after oven drying 
(gm/cm3)

Pg Grain density (density of solids)(gm/cm
3)

PHO Density of water (gm/cm
3 )

Pw In-situ bulk density (wet or "as-received" density)(gm/cm
3)

a 1,2,3  Principle stresses, bars

.1 _ ____75



1. INTRODUCTION

The Defense Nuclear Agency (DNA) requires a knowledge of the mechanical

and physical properties of materials (both natural and man-made) which are

used in conjunction with its underground testing program at the Nevada Test

Site. This report describes the materials testing program conducted by Terra

Tek on 2C-4 grout from August 1980 through April 1981. The contract number

under which this work was done was DNA-0O1-81-C-0037.

The program goal was to conduct various mechanical tests on a grout that

was formulated and treated to have extremely consistent mechanical and physi-

cal properties. The test program addressed curing, strain rate effects,

physical and mechanical properties and permeability. The results are being

used to assist in further general development and verification of computer

codes that are used in nuclear blast effects analysis, and specifically to

assist in the analysis of the grout sphere explosive tests being conducted by

the Stanford Research Institute.

Many people in addition to Terra Tek and DNA Test Directorate Staffs have

contributed to the planning and execution of this work. Included are Russ

Duff at Systems Science and Software, Alex Florence at Stanford Research

Institute, Carl Keller at DNA Field Command Headquarters, Albuquerque, New

Mexico and Dan Patch at Pacifica Technology. We thank them all.

Ninety-seven successful tests were run on the grout (aside from physical

property measurements). They can be grouped into the general categories of

uniaxial strain tests, strain rate tests, hydrostatic compression tests,

triaxial compression tests, permeability measurements, special drainage test,

and physical property measurements.
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The overall test matrix is shown in Table 1. In each category, we indi-

cate the number of tests conducted of each test type or the number of tests

conducted at each condition. Where tests followed one another on the same

samples, it is indicated by arrows.
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2. EXPERIMENTAL PROCEDURES

This section describes procedures ranging from sample preparation to

testing. A general outline is given which is then followed by more detailed

descriptions of each test type. In order to assure uniform 2C-4 grout proper-

ties during the extended time required to complete the test program, it was

necessary to establish a procedure to equalize the state of cure in all sam-

ples. The grout samples were poured and initially cured at the Stanford

Research Institute (SRI). On the seventh day of cure, the samples, submerged

in water, were shipped to Terra Tek; where on the 14th day of cure they were

refrigerated at 5°C until they were tested. Verification tests were per-

formed, and it was determined that the refrigeration process had indeed re-

tarded any further aging. All samples were thereafter considered to be at

identical states of cure.

The following tests were successfully conducted (see Table 1):

a. Physical Properties (18 tests)

b. Uniaxial Strain (25 tests)

c. Hydrostatic Compression (7 tests)

d. Triaxial Compression (38 tests)

e. Permeability Measurements (4 tests)

f. Uniaxial and Triaxial Strain Rate (22 tests)

g. Special Drainage Test (1 Test)

All of these procedures have been described in previous papers and re-

ports [Refs. 1-4]; however, condensed descriptions are included here for

clarity and completeness.

Mechanical compression tests, i.e., b, c, d, f and g of the above, were

conducted on right circular cylinders of 2C-4 grout 2 incies in diameter by
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2.5 inches long. The sample ends were cut and eround to be flat and parallel

within 0.001 inches. Samples were isolated from the pressure vessel fluid

environment by jacketing with a polyurethane sheet 0.010 inches thick. The

jacket was sealed at the sample ends by lock wire which was securely tightened

against hardened steel end caps.

A triaxial servo-controlled testing machine was used to subject the

samples to the desired stress states at controlled strain rates. Axial and

lateral strains were measured using strain-gaged cantilever beam transducers

with an estimated accuracy of 0.025% strain. Stress difference was determined

with a strain-gaged load cell to an accuracy of ±20 bars and confining stress

and pore fluid pressures were measured using pressure transducers with accur-

acies of ±40 bars and ±5 bars, respectively.

2.1 Physical Properties Measurements

To check the consistency and adequacy of the grout preparation and hand-

ling, physical property measurements were made. Wet density, grain density,

and water content were measured. From these measurements dry density, poros-

ity, saturation and air voids were calculated. Formulas used for calculation

are given in Appendix A.

Wet bulk density was measured using a water immersion technique. The

sample was weighed, then sealed with bees wax of known density. The sample

was then weighed while submerged in distilled water. The sample weight in

air, the sample bouyant weight, and the density of the water and bees wax were

used to calculate the sample volume. The weight and the sample volume were

then used to calculate density.

Water content was determined by drying ant weighing the dried sample.

The difference between the as-received weight -,L the Jry weight divided by

the as-received weight yields water content by wet weiph
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Grain density was measured by a water pycnometer technique. Finely

crushed grout samples were placed into a volume-calibrated flask. The flask

was filled with water to a precise level, the air evacuated, and the flask

weighed. Knowing the tare weight of the flask, density of water, the precise

volume of the grain-water mixture, and the total weight, the grain density was

calculated.

2.2 Uniaxial Strain Tests

Uniaxial strain tests were conducted to determine permanent compaction,

following a strain path corresponding to the initial phase of explosive load-

ing. These tests were also used to verify that the 2C-4 grout properties were

consistent, and therefore confirm that the refrigeration technique did suffi-

ciently slow the curing process. Tb do this, these experiments were conducted

on samples of different cure ages.

Also, to ascertain the damage done to the grout by cyclic loading, two

cycles of uniaxial strain were conducted on each sample.

In the uniaxial strain tests the samples were stressed axially at a con-

stant axial strain rate of approximately 10- 4 sec-' while the confining pres-

sure was controlled such that the lateral strain was kept as near to zero as

possible. These test.s were conducted until the confining pressure reached 4

kbars. Data recorded were axial load, confining pressure, axial strain and

lateral strain.

2.3 Hydrostatic Compression Tests

Hydrostatic compression tests were conducted to provide the pressure

versus volume strain compression data for 2C-4 grout up to a confining pres-

sure of 4 kbars. Three types of hydrostatic compression tests were conducted.

They were:
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Semi-Drained* (pore pressure controlled) -Drained experiments provide a

measure of the pore-volume response of the material. For these tests conf in-

ing pressure and pore pressure were initially increased together at an approx-

imately equal rate until the desired test pore pressure was reached. From

this point, confining pressure was increased while pore pressure was held

constant. End caps for the drained experiments were fitted with drain ports

that connected directly to a pore fluid volume measurement system that was

located outside the triaxial cell. With this system the pore pressure was

maintained and the fluid volume exuded from the rock was measured. Estimated

accuracy of the fluid volume measurement is ±0.05 ml. The volume of exuded

pore fluid was measured for comparison with strain transducer data. Confining

pressure was cycled back to approximately zero effective stress after attain-

ing 1.3 kbars and 2.7 kbars confining pressure, to obtain unloading data.

However, before reducing confining pressure, the pore fluid was allowed to

drain at constant confining pressure in hopes of achieving stable conditions.

(Pore fluid drainage is time-dependent due to the characteristics of fluid

flow through a porous medium. Porous flow, and the small permeability of

these specimens, caused rather large characteristic times for drainage. )

Attempts at stabilization were stopped when exuded pore fluid amounts were

small, usually after about 5 minutes, however, this time was probably not

sufficient to achieve full drainage.

Unjacketed - Unjacketed tests are a measure of grain compression. For

these experiments the polyurethane jacket was perforated to allow the pore

fluid pressure to equilibrate with the confining fluid pressure. Confining

pressure was increased to 4 kbars at a rate of approximately 7 bars/sec.

*The term semi-drained is used because full drainage was not achieved for the
tests described here. See Sections 3.3, 3.5 and 3.7 for a full explanation.
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Undrained - Undrained tests are a simulant of material-pore-fluid re-

sponse under extremely rapid-loading conditions. These tests were conducted

to 4 kbars confining pressure. Loading rate was approximately 7 bars/sec.

Confining pressure was cycled back to zero when it reached approximately 1.3

kbars and 2.7 kbars.

2.4 Triaxial Compression Tests

Triaxial compression tests were conducted to determine the failure

strength of 2C-4 grout under both drained and undrained conditions and also in

some cases, to determine the sample alterations introduced by previous load

cycling.

Samples were tested in a triaxial cell at constant confining pressure.

Axial stress was applied via the machine loading piston at a load rate result-

ing in a strain rate of approximately 10-4 sec-1 . Axial and lateral strains,

load and confining pressure were measured. All tests were conducted to

approximately 10% axial strain.

All drained tests were conducted using the pore fluid system explained in

the Section 2.3. Pore pressure was held constant and exuded pore fluid volume

was measured. The same comment regarding full drainage as mentioned in the

previous section applies here.

For undrained tests, in some instances, the shear stress was cycled to

zero before failure to obtain unloading stiffness.

Unjacketed triaxial compression tests were conducted with a perforated

jacket and loaded to failure.

For some of the triaxial compression tests, samples were pre-tested. Two

types of pre-tests were done: 1) hydrostatic compression to 4 kb followed by

decompression to confining pressure at which the triaxial test was conducted,

and 2) two uniaxial strain tests to 4 kbars (the samples used for these tests
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were the same samples used to verify the refrigeration technique described

above).

2.5 Permeability Measurements

The mechanical properties determined by the tests described above, in

cases where some drainage was allowed to occur, depend on the fluid movement

in the sample and therefore on the permeability of the sample. To determine

the pertinent permeability values, several permeability tests were done, both

on untested material and on pre-tested material.

On previously untested material, permeability measurements were made on

saturated samples that were 2 inches in diameter by 0.5 inches long. Then, a

sample cut contiguously to the above sample, but 2 inches in diameter by 2.5

inches long, was tested to 4 kb in uniaxial strain. Finally, a wafer 0.5

inches long was cut from the uniaxially tested sample. This wafer was used

for the final permeability measurement.

Permeability was measured by a transient technique using distilled water.

The jacketed sample was connected to two known volumes. A pressure step, AP,

was introduced into one of the volumes. It diminished as fluid flowed into

the sample, and from the time-pressure decay curve, and knowledge of fluid

compressibility, system volumes and sample geometry, permeability was calcu-

lated. The method of calculation used is given in Ref. 2. Permeability

measurement resolution is approximately 0.1 microdarcy.

2.6 Strain Rate Tests

Since drainage-dependent mechanical properties depend on time-dependent

fluid movement within the sample, variation in those properties might be ex-

pected with varying strain rates. Also, some true material-caused strain rate

dependence has been observed for strain rates between 10-5 and 10-1 sec-1 in
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rocks [Ref. 5]. To determine the magnitude of strain rate effects on strength,

unconfined compression, uniaxial strain and confined triaxial compression,

tests were conducted at various strain rates in the i0-5 to 10-1 sec-' regime.

These tests were generally conducted as described in the foregoing sections

except for the variation in strain rate. Strain rates reported are accurate

within ±10% at 10-i sec-1 and within ±1% at all other rates.

2.7 Special Drainage Test

To aid in determining the true drained response of 2C-4 grout, a special

drainage test was performed. This test was similar to the "semi-drained"

hydrostatic compression tests to 4 kbars as described in Section 2.3, however,

it differed from the previous tests in that longer pore pressure equilibration

times were allowed (30 minutes as compared to approximately 5-6 minutes for

the semi-drained tests) after each confining pressure increase and in that the

pore fluid volume exuded as a function of time for each equilibration period

was recorded. Also, no triaxial compression test was conducted after the

first hydrostatic compression. Instead, the confining pressure was reduced to

0.3 kbars and pore fluid drainage was allowed for approximately 48 hours.

Then subsequent hydrostatic compression cycles to a maximum of 4 kbars were

conducted again using the same procedure.
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3. RESULTS

Three batches of 2C-4 grout, sealed to maintain wetness, were sent to

Terra Tek. Each batch, labeled 1, 2, 3 throughout this report, consisted of

26 tubes of grout that were 2 inches in diameter by 12 inches long. Each tube

was numbered 1 through 26. (In the mixing procedure at SRI, tube 1 was vi-

brated first, immediately after casting, and tube 26 was vibrated last,

approximately 45 minutes after casting.) The labeling system includes batch

and tube numbers. For example, 2-15 is a sample taken from batch 2, tube 15.

If two samples were taken from the same tube, they were labeled "a" and "b".

3.1 Physical Properties

Physical properties measurements were made on three tubes from each

batch: one that was vibrated immediately (i.e. low tube number), one that was

vibrated after approximately 20 minutes, and one that was vibrated after 40

minutes. Two full suites (labeled "a" and "b") of physical property tests

were conducted on each tube. The results are shown in Table 1.

Consistency of the physical properties was excellent among all three

batches. The casting and handling of the grout were concluded to be adequate

for the testing program.

3.2 Uniaxial Strain Tests

Samples were tested in uniaxial strain at ages of 7, 14, 21, 28 and 56

days (2 tests each age). Upon the 14th day of cure, however, a group of

samples for uniaxial strain were refrigerated (while submerged in water) at

VoC (40'F). These refrigerated samples were then tested in uniaxial strain at

refrigerated ages of 16, 18, 21, 28 and 56 days (3 tests at each age) for

comparison with unrefrigerated samples. All tests in this part of the test
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Table 2

2C4 Grout

Physical Properties

Density gm cc Water by Calculated
Sample As- Wet Weight Porosity Saturation Air Voids

Desionation Rceived Dry Grain M M M ML)
1-3a 2.20 1.81 2.97 17.6 39.0 99.1 0.3
1-3b 2.20 1.81 2.97 17.6 39.2 98.8 0.5

1-12a 2.19 1.80 2.99 17.7 39.7 97.7 0.9

1-12b 2.18 1.80 2.98 17.7 39.7 97.5 1.0

1-23a 2.19 1.80 2.95 17.7 38.8 99.8 0.1

1-23b 2.20 1.84 2.94 16.4 37.5 96.4 1.3

2-3a 2.19 1.80 2.99 17.7 39.7 97.9 0.8

2-3b 2.19 1.80 3.00 17.8 39.9 97.5 1.0

2-12a 2.21 1.83 2.98 17.2 38.6 98.3 06

2-12b 2.24 1.87 2.98 16.5 37.2 99.1 0.3

2-25a 2.20 1.83 2.96 16.9 38.3 97.0 1.1

2-25b 2.20 1.81 2.98 17.5 39.2 98.1 0.7

3-2a 2.21 1.82 2.99 17.4 39.1 98.4 0.6

3-2b 2.21 1.85 3.00 16.8 38.4 97.0 1.1

3-12a 2.18 1.79 2.98 17.8 39.7 97.8 09

3-12b 2.18 1.79 2.97 17.8 39.7 97.6 0.9

3-24a 2.20 1.82 2.98 17.4 39.0 98.5 0.6

3-24b 2.19 1.80 2.97 17.7 39.3 98.6 0.6

program were undrained and cycled. The number of tests of each type are given

in Table 2. Results are summarized in Figures 1 through 7. Detailed results

are given in Appendix B. The prime test result used for comparison is perman-

ent compaction, given as percent volume strain remaining following one uni-

axial strain load-unload cycle.

Table 3

Uniaxial Strain Tests - Curing Time Effects
Showing Number of Tests

Time After Cast Day-sTest Type 7 14 16 18 21 28 56

Room Temperature 2 2 2 2 2

Refrigerated 3 3 3 3 3
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Figure 1. Measured Permanent Compaction After 1st 1-D Cycle versus Curing
Time - Refrigerated.
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Figure 2. Measured Permanent Compaction After 1st 1-0 Cycle versus Curing
Time - Cured at Room Temperature.
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Figure 3. Stress Difference at a3 =4 kb on First 1-0 Cycle versus Curing
Time - Refrigerated.
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Figure 5. Uniaxial Strain -21st Day
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Figure 7. Uniaxial Strain 56th Day.

Room- temperature cured samples show a definite curing-time effect. This

is shown in Figure 2. A decrease in permanent compaction is seen as a func-

tion of curing time. A least-squares line with a slope of -0.03% volume

strain/day fits the data. The decrease in permanent compaction with curing

time indicates a strengthening caused by curing. In comparison, results for

samples refrigerated on the 14th day, shown in Figure 1, indicate little

effect.

For the same tests, no significant change is seen in maximum stress dif-

ference (Figures 3 and 4) sustained during the first cycle at ultimate confin-

ing pressures by the refrigerated and room temperature samples as the cure

proceeds. However, if the averaged shear stress versus confining pressure

plots, Figures 5 through 7, from samples tested at 56, 28, and 21 days are

compared, one finds that the room temperature cured samples sustain higher

stress differences than the refrigerated samples on the 1st and 2nd cycles at

confining pressures below 1 kbar. This further confirms that the refrigerated

samples do not gain strength with age as compared to the room temperature-

cured samples.
R t rm s
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Results of the uniaxial strain tests indicate, therefore, that refrig-

erating the samples did sufficiently slow the curing process such that the

changes in material properties associated with curing were small as compared

to the normal data variation. Thus, a set of material samples with uniform

properties was available for the entire extended test program.

3.3 Hydrostatic Compression Tests

Semi-drained (with pore pressure, Pp. equal to 10 bars and 500 bars and

with measurement of fluid loss), undrained, and unjacketed hydrostatic com-

pression tests were conducted to 4 kbar confining pressure. Table 3 gives the

number of tests conducted in each category.

Table 4

Hydrostatic Compression Tests
Showing Number of Tests

Test Type No. of Tests

Pore Pressure-Controlled
i) Pp = 10 bars* 2
ii) Pp = 500 bars* 1

'jacketed Pc = Pp 2

Undrained 2
"Measured exuded fluid

Results from the hydrostatic compression tests are summarized in Figure

8. Also presented, for reference now, and to be discussed late-, are the

compressibility of water [Ref. 6], the compressibility of a sand (Lapis Lustre

[Ref. 3]), and an estimate of the grain compressibility of 2C-4 grout based on

the compressibility of an equivalent mixture of hydrating gypsum and sand.

Individual semi-drained, undrained, and unjacketed hydrostatic compres-

sion results are given in Figures 9 through 15 respectively.
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Tables 4 and 5 give a comparison of the volume strains calculated from

the strain transducer data and the volume strains calculated from the exuded

pare fluid data during semi-drained tests. The test with pore pressures of 10

bars (Figure 9) and 500 bars (Figure 11) differ somewhat in how the pore fluid

volume change is measured and presented. For the 10 bar test, pore fluid

volume data starts at law pressure while for the 500 bar test data starts at

-500 bars. This is done because the confining pressure must be maintained

slightly larger than pare pressure at all times to prevent jacket rupture.

For the 500 bar test, pore pressure was continuously increased until somewhat

greater than 500 bars confining pressure was reached. Therefore, constant

pore pressure drainage information is not available until the pore pressure

equaled approximately 500 bars.

For help in comparing these data, the following comments are offered:

the unjacketed sample (see Figure 8) exhibited the stiffest response during

the hydrostatic compression test. The undrained hydrostatic test results are

bounded by the unjacketed test results and undrained tests on Lapis Lustre

sand (which was unconsolidated and had a porosity of approximately 40%). One

would expect the undrained behavior of the cemented 2C-4 grout to lie between

these two bounds, as it does. The stiffest possible response would correspond

approximately to one minus porosity times stiffness of the grains (unjacketed

test) and the most compliant undrained response would correspond to that of an

unconsolidated, uncemented material composed of the same material and having

the same porosity (sand test).

Exuded Pore Fluid Results - For the 10 bar test, as seen in Table 4 and

Figure 9, the final total strain as measured by exuded pore fluid agrees rela-

tively well with the strain transducer results. Note, however, that during

the test, the fluid volume lags the transducer volume, as would be expected

for time-dependent drainage.
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TABLE 5

HYDROSTATIC/TRIAXIAL COMPRESSION

DNA 2C-4 GROUT: 8/6/80 POUR

PORE PRESSURE = 10 BARS

SAMPLE 2-78

Mean Incremental' Volume Accumulated Incremental* Volume Accumulated
Stress Strain, % Total Strain Strain, % Total Strain

Interval kb (by water volume) from pt. 0 (by strain transducers) from pt. 0

A-8 0 + .01

B-C** 1.2 +.27 +1.24

C-O 1.3 +.63 0.90 + .19 1.43

O-E 0.5 +.03 0.93 - .39 1.04

E-F 0 0 0.93 - .38 0.66

F-G 2.6 .16 1.09 +1.07 1.73

G-H 2.6 +.55 1.64 + .20 1.93

H-I 0.8 +.05 1.69 - .35 1.58

I-J 0 0 1.69 - .39 1.19

J-K 4.0 +.16 1.85 + .88 2.07

K-L 4.0 +.16 2.01 + .08 2.15

L-M 4.1 +.93 2.94 + .69 2.84

*Positive means volume compaction.
*Point from which the pore pressure was held constant and from which fluid

volume measurements were made.

TABLE 6

HYDROSTATIC/TRIAXIAL COMPRESSION

DNA 2C-4 GROUT: 8/6/80 POUR

PORE PRESSURE = 500 BARS

SAMPLE 1-58

Mean Incrementalx Volume Accumulated Incremental' Volume Accumulated Accumulated
Stress Strain, % Total Strain Strain, % Total Strain Total Strain

Interval kb (by water volume) from pt. 0 (by strain transducers) from pt. 0 from pt. A

A-8 0.3 +.33

a 0.3 0 0.33

B-C 0.5 +.15 0.48

C 0.5 0 0.48
C-O*  1.3 +.38 +.56 1.04

O-E 1.3 +.27 0.65 +.11 0.67 1.15

E-F 0.9 0 0.65 -.15 0.52 1.00

F-G 0.5 -.05 0.60 -.18 0.34 0.82

G-H 2.7 +.33 0.93 +.85 1.19 1.67

H-I 2.7 .14 1.07 +.07 1.26 1.74

I-. 1.4 +.05 1.12 -.29 0.97 1.45

J-K 0.5 0 1.12 -.33 0.64 1.12
K-L 4.0 +.27 1.39 +.75 1.39 1.87

L-M 4.0 .41 1.80 +.15 1.54 2.02

N-N 4.1 +.88 2.68 +.36 1.90 2.38

*Positive means volume compaction.
**Point from which the pore pressure was held constant and from which fluid

volue measurements were made.
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For the 500 bar test, as seen from Table 5 and Figure 11, the volume

strain interpreted from measurements of the exuded pore fluid taken from point

0 is larger than the volume strain measured by strain transducers taken from

point D. During hydrostatic compression loading to 500 bars, water was com-

pressed in the pore pressure generator to establish 500 bars pore pressure.

As will be shown later, 2C-4 grout is very impermeable and therefore required

considerable equilibration time. It is therefore possible that during the

hydrostatic compression to 500 bars confining pressure less water came out of

the sample than should have for complete drainage. This would have resulted

in more volume change of the pressure generator than necessary to establish

500 bars external pore pressure had equilibrium been maintained. In turn,

generator volume would later be increased even more as further drainage

occurred. This possibility is supported if one totals the transducer strain

from point A, the onset of testing, instead of from point D. The result is

2.38%, which agrees better with the 2.68% strain as measured by the exuded

pore fluid for the total test than it does with the value from point D.

All of the above information indicates that drainage time is a very

important parameter in these tests. The measured permeabilities (given later

in Section 3.5) were often less than I pdarcy. Such low permeabilities would

cause equilibration times for samples of these dimensions to be greater than 1

hour. For these, tests times of only 5 minutes were allowed. Therefore, it

is likely that the tests described in this section were not fully drained, but

instead "semi-drained". A special drainage test is described in Section 3.7.

3.4 Triaxial Compression Tests

Ten semi-drained tests were conducted at confining pressures from 0.069

kb to 4 kbar and at pore pressures equal to either 10 or 500 bars. Seven

undrained tests were conducted at confining pressures between 0 and 4 kbars
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confining stress and thirteen undrained and semi-drained triaxial compression

experiments were conducted on samples that had been pre-tested. Two unjack-

eted experiments were conducted at a confining pressure of 4 kbars. Table 6

shows in detail the number of tests conducted of each experiment type.

Strength results for the foregoing tests are summarized in Figures 16

through 20. Figure 21 compares uniaxial strain test data on un-tested and

cycled samples with triaxial compression data on untested and cycled samples.

Figure 22 compares stress-strain data for the different types of triaxial

tests at 1/2 kbar and Figure 23 compares undrained triaxial compression data

at different confining pressures. The individual test data for all tests con-

ducted in this section are given in Appendix C.

Table 7

Triaxial Compression Tests Showing Number of Tests

Confinin qPressure, kb
Test Type 0 0.069 1/4 1/2 1 2 4

Drained
i) Pp = 10 bars 1 1 1 1 2
ii) Pp = 500 bars 1 1 2

Undrained 1 1 1 1 1 1 1

Pre-Tested
i) Undrained hydrostatic 1 1

compression
ii) Undrained uniaxial strain 2 2 2 2 2

iii) Drained uniaxial strain 1 1 1 1 1

Grout strength below 2 kbars confining stress is significantly reduced by

pre-testing the samples. As seen from Figures 19, 20 and 21 this is true

regardless if the test is drained or undrained or how the pre-testing was

done, whether in a hydrostatic compression test or a uniaxial strain test.

Furthermore, pre-testing reduced the stress difference sustained in uniaxial

strain as shown in Figure 21. At the onset of testing the undrained uniaxial
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TRIAXIAL COMPRESSION TESTS

DNA 2C4 GROUT
AT DIFFERENT CONFINING PRESSURES

LU
o UNDRAINED

LU c
U.

-.4

0~

II..

2- 1-1IS .

-0.5 0 0.5 1.0 1.5

TRANSVERSE STRAIN %AXIAL

Figure 23. Triaxial Compression Tests, At Oifferent Confining Pressures,
Undrai ned.

105

'VI



strain data from untested samples lies slightly below the triaxial data for

untested samples, as expected. During the 2nd cycle the 1-0 strain test data

suggests weakening of the material. When compared to the triaxial compression

results on pre-tested samples the stress sustained during the uniaxial strain

test is found, as before and as expected, to be slightly less for confining

pressures less than 2 kbars. Above 2 kbars all the data coincide (i.e.,

average stress difference equals approximately 0.25 kbars).

Grout strengths for the previously untested samples are not strop

dependent on the test type, i.e. semi-drained, undrained or unjacketed.

unjacketed tests are perhaps slightly weaker at 4 kbars (Figure 18).

Perhaps an estimate of true drained strength at 4 kb confining strest

found from the data in Figure 19, presenting drained triaxial compression

results on samples that have been pre-tested. Because these samples are dam-

aged and have greater permeability (see the section on permeability results),

one would expect them to drain more completely. These are by far the strongest

samples at 4 kb confining stress. It might be reasonable to assume that a

previously untested sample that was allowed to drain completely might be as

strong as these cycled samples, although a complicating factor is that pre-

compaction, as caused by pre-testing, could by itself be expected to increase

strength.

It is interesting to note that by the end of the triaxial portion of

these tests the exuded pore fluid volume begins to better agree with the

strain transducer measurements (Figures 9 and 11). At some point during

triaxial testing, samples apparently approached complete drainage. This is

further supported by the data in Figure 22 which show that the drained samples

were significantly stiffer during the triaxial portion of the experiment than

the undrained samples. Whether this drainage occurred completely enough and
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soon enough to provide a true fully-drained strength measurement is, however,

still somewhat uncertain.

3.5 Permeability Measurements

Permeability measurements were made on two untested and two cycled sam-

ples at confining pressures between 13.8 bars and 483 bars (see Table 7).

Pore pressure was maintained at 6.9 bars throughout. Figures 24 and 25 com-

pare the previously untested sample permeability with the cycled sample perme-

ability as functions of confining stress.

Table 8

Permeability Determinations Showing Number of Tests

Test Type No. of Tests

Untested Samples 2

Cycled Samples 2

In both cases, permeability of the previously untested sample was about

one microdarcy. Samples from tube 2-25 show an approximate doubling of pe-me-

ability after being uniaxially strained, whereas samples from tube 1-18 show

an order of magnitude increase. A large amount of permeability increase is

therefore associated with test-caused damage. With increasing effective con-

fining stress, the permeability decreased for both previously untested and

stress cycled samples. At approximately kbar effective stress, the measured

permeability for both is equal and less than 0.2 pdarcies.

3.6 Strain Rate Tests

This section of the testing program was conducted in three parts. First,

a series of unconfined tests were run. Strain rates were varied from 10-5

sec-1 to 10-i sec-1 . Two tests were run at each strain rate for a total of 10

tests.
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Second, a series of uniaxial strain tests were run at rates of 10- 5 sec-'

to 10-3 sec-1. Three tests were conducted at each strain rate for a total of

9 tests.

Third, a series of triaxial compression tests were run at a confining

pressure of 0.5 kbars. The strain rates varied from 10-5 sec-1 to 10-3 sec-',

with one test at each strain rate.

The entire test matrix is summarized in Table 8.

Table 9

Strain Rate Tests Showing Number of Tests

Test Type 10-3 10- 4  10- 3  10-2 10-L

Unconfined Compression 2 2 2 2 2
Uniaxial Strain Undrained 3 3 3
Triaxial Compression Undrained 1 1 1

Reviewing all the strength data shown in Figure 26 and the stress-strain

data shown in Figures 27, 28 and 29, no evident trends with changing strain-

rate are observed. Individual test data are found in Appendix D.

3.7 Special Drainage Test

This test was designed to allow significantly more drainage time (30

minutes up to 48 hours) than for the semi-drained tests (5 minutes). Data

from this test are presented in Figure 30 in which volume strains as measured

by the strain transducers and as measured by the exuded pore fluid are com-

pared. Also, in Figures 31 and 32 the volume produced from the sample as a

function of time is presented for each equilibration period. Table 9 presents

the incremental and accumulated volume strains and the approximate time dura-

tion for each interval of the experiment.
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TABLE 10

HYDROSTATIC COMPRESSION TEST

DNA 2C-4 GROUT

PORE PRESSURE = 10 BARS

Incremental Volume Incremental Volume Interval
Mean Strain, % (by Accumulated Strain, % (by Accumulated Duration

Interval Stress (kb) water volume) Total Strain strain transducers) Total Strain (approx.)

A-B 1.3 0.26 0.26 +1.72 1.72
B-C 1.3 0.58 0.84 +0.36 2.08 30 min
C-0 0 0.0 0.84 -1.32 0.76
O-E 2.7 0.16 1.00 +2.84 3.60
E-F 2.7 0.60 1.60 +0.38 3.98 30 min
F-G 0 0.0 1.60 -2.22 1.76
G-H 0 0.54 2.14 +0.30 2.06 20 min
H-I 3.8 0.16 2.30 +3.60 5.66
I-J 3.8 0.34 2.64 +0.16 5.82 30 min
J-K 1.2 0.02 2.66 -1.88 3.94 *
K-L 1.2 0.50 3.16 +0.38 4.33 1 hour
L-M 0.3 0.02 3.18 -0.56 3.76
M-N 0.3 1.02 4.20 +0.84 4.60 48 hours
N-O 0 0 4.20 0 4.60 *

O-P 1.3 0.04 4.24 +1.28 5.88 *
P-Q 1.3 0.08 4.32 +0.20 6.08 30 min
Q-R 0 -0.02 4.30 -1.18 4.90
R-S 2.7 +0.02 4.32 +2.38 7.28
S-T 2.7 0.12 4.44 +0.16 7.44 30 min
T-U 0 0 4.44 -2.08 5.36
U-V 3.8 0.08 4.52 +2.92 8.28
V-W 3.8 0.10 4.62 +0.06 8.34 30 min
W-X 0 0 4.62 -2.56 5.78 1

*Loading and unloading increments were approximately 10 minutes in duration.

From Figure 30 it is evident that despite the significantly longer equil-

ibration times, complete drainage is still not always reached during interme-

diate cycles. For example, had there been complete drainage at 4 kbars, the

two strain measurement methods would have agreed and both would be located to

the right of point "I" as measured by the strain transducers. That this is

true is demonstrated by point "N" which was measured after 48 hours of equil-

ibration time. Here both strain measurements agree within experimental error,

and it appears that full drainage had occurred.

It appears that given enough time, complete drainage does occur and the

two strain measurement methods agree. Thus, it should be possible to estimate

the final strain at each pressure increment using the volume produced versus

time data and an appropriate mathematical analysis. Such an analysis using a

diffusion model and certain simplifying assumptions has identified complexi-
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ties that must be included in the final analysis: First, the permeability is

strongly dependent on effective stress. This must be accounted for because

effective stress changes dramatically with drainage time, especially at the

lower confining pressures, as can be inferred from Figures 31 and 32. Second

are the effective stress increases, step-wise and incremental. This causes

superimposed decays, each with a different time constant, which also must be

accounted for.
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4. SUMMARY AND CONCLUSIONS

0 The casting and curing process adopted produces 2C-4 grout with consis-

tent properties.

0 Refrigerating the samples at 14 days of cure slows the curing process

sufficiently to allow testing to continue on refrigerated samples after

14 days and yet maintain 14 day properties.

* Permeability to water is approximately 1 pdarcy at an effective confining

stress of 6.9 bars. With increased effective confining stress to kbar

permeability diminishes to less than 0.2 pdarcies. Subjecting samples to

a uniaxial strain test to 4 kbars dramatically increases permeability at

6.9 bars effective confining stress. As effective confining stress in-

creases to kbar, however, permeability again decreases to its origin-

ally low value of less than 0.2 pdarcies.

* "Drained" hydrostatic compression tests were only "semi-drained" because

of the long drainage times required for the low-permeability material.

* The special drained test showed that complete drainage will occur in less

than 48 hours at 0.3 kbars confining pressure. Further, it should be

possible to estimate the drained behavior. These estimates are pending

the application of the appropriate analytical technique.

* At confining pressures below 2 kbars cycled samples are significantly

weaker than previously untested samples.

* Unjacketed samples are weaker than undrained samples at 4 kbars confining

stress. The true drained strength of 2C-4 grout at 4 kbars confining

stress has an approximate lower bound of 0.30 kbars which is the measured

strength of the drained uncycled samples, and an approximate upper bound

of 0.42 kbars which is the measured strength of the drained cycled sam-

ples.
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Within the resolution of these experiments, there are no perceptible

strain rate effects for uniaxial strain tests and triaxial compression

tests conducted at strain rates between 10- 5 sec- 1 and 10-3 sec- I and for

unconfined compression tests conducted at strain rates between 10- 5 sec-1

and 10-1 sec- 1.
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The symbols and equations used for the measured and calculated physical

properties are as follows:

Symbols

= in-situ bulk density (wet or "as-received" density)(gm/cm3 )

*pg = grain density (density of solids)(gm/cm3 )

PH20 = density of water 
(gm/cm3 )

*w = moisture content (percent by wet weight)

Pd = dry bulk density after 
oven drying (gm/cm

3 )

n = total porosity (percent of total rock volume)

S = degree of saturation (percent of void volume)

V = air void content (percent of total rock volume)av

Equations

Pd= Pw 1 - 100

rt= 100 x I - Pd

(w x

S= 100 x x

Vav 100 x [1 + Pd (1- 1/pg) - p ]

*Measured parameters.

122



APPENDIX B

CURING TIME EFFECTS

123



4-
UNIAXIAL STRAIN
DNA 2C4 GROUT

7' DAY
ROOM TEMP
SAMPLE I -I A

-N 2C2kOU

at

21124

4W



4-

UNIAXIAL STRAIN
DNA 2C4 GROUT

7* DAY
ROOM TEMP
SAMPLE I-18

3.-
'A

4
Z

0I 11/3 0 1
VOUESRI,4lf

Fiur BI

UNA A STAI
DN 2C RU

0.2

0 1 2 30 0. 1 20

VOLUMEI" PISTRAIN (V/V KBR

Fiure B2a

1 N25 A TRI



UNIAXIAL STRAIN
DNA 2c4 GROuT

14' DAY
ROOM TEMP
SAMPLE 1-48

,1

Ue , 
°

I 

0 2 3 0 1 2 3
VOLUMEI STRAIN. V/V, q

Figure B3a

UNIAXIAL STRAIN
DNA 2C4 GROUT

SAM4PLE 1-46
14' DAY
ROOM TEMP

a'

k- 0.5 S -

ICLE .

0 
1.0 

0 
3.0 

.0

CONFINING PI ASUI. rV, KBA

Figure B3b

126

" 
NwAeIALSTRAIN

--,.+ ...._ ,+ -.NA -2C GROUT.+ p . . .. . .



4 7

UNIAXIAL STRAIN
iDNA 2C4 GROUT

14' DAY
ROOM TEMP
SAMPLE 1-4A

3-

- 2.

0
2
VOUESRIN VV

Fiue S

UNA.. TR I
DN C RU

c -

C'UL I

UCE

0
0 1 2 , 3.01 2

CON LININ STIIIIIRAI, (1 , %

* Fiure B4a

12A7 A TRI



4-

UNIAXIAL STRAIN
DNA 2C4 GROUT

21" DAY
ROOM TEMP
SAMPLE 2-24

2-

0
0

VOUESRIN 4V

-FgrU5

UNAIA TRI

-I-L

~12Ii-



4-

UNIAXIAL STRAIN

IDNA 2C4 GROUT

21' DAY
ROOMI~ TEMP
SAMPLE 1-24

3-

2
-7

Z

0 1'/ 2 0

VOLUME STRAIN. V/V, %

-Figure 86a

UNIAXIAL STRAIN
DNA 2C4 GROUT

SAMPLE 1-24
21 DAY
ROOM TEMP

0.30-

CYCL

0.2

o 1.0 2.0 3.0 4.0

CONPINIRG PRESSURN, (h KIIARS

Figure BGb

129

.1 ___ _ NOW



4

LJNIAXIAL STRAIN

DNA 2C4 GROUT

28- DAY
ROOM TEMP

SAMPLE 1-2

43-

31

0 2

VOLUME STRAIN , VV, %

Figure B7a

UNIAXIAL STRAIN

DNA 2C4 GROUT

SAMPLE 1-2
28' DAY
Room TEMP

*.so

13

all



4-

ON IAXIAL STRAIN
DNA 2C4 GROUT

28' DAY
ROOM TEMP
SAMPLE 2-13

3-

2

IA

0

4N 2C/RU

002

0 1. 2 3 0 3. 4.3

COVLUME PSTRINR2/. %BR

Figure B8

13A1 A TRI



4-

UNIAXIAL STRAIN
DNA 2C4 GROUT

5 4 DAY
ROaOM TEMP
SAMPLE 1-2

3-

2

I-

Z

0 1- 3 0 1
VOUESRIN VV

0 1 2AM3L0 1- 2 3

56* DAY
ROOM TEMP

w0.50

c 4

CVCL

* 0.251-

(;CL

0 1.0 2.0 3.0 4.0

CONFlIIN PRgSSURE. (1, KEAN$

Figure B9b

132



UNIAXIAL STRAIN

DNA 2C4 GROUT

SO' DAY
ROOM TEMP
SAMPLE 1-24

3,

2

0 2
VOUESRIN VV

Fiur B1

UNA A STAI
DN 2-GRU

0.2

0 1. 2 3 0 3. 2.0

OLUMIN PESR., 4V/V.

Figlure B~

13A3 A TRI

DNA 2C GROU



1 UNIAXIAL STRAINI
DNA 2C4 GROUT

SAMPLE 1 -15
16' DAY
REFRIGERATED

3-

2~

0
Z

0I
0

VOUESRIN VV

FiueBl

UNAIA TRI
DN4C RU

SA PE11

0.2

0 1. 2.3 0 3. 2.3

Fiure Blia

U1A3A4TRI



4.-

UNIAXIAL STRAIN

D NA 2C4 GROUT

SAMPLE 1-13
if' OAY REFRIG,

3-

0
VOUESRIN V£

FiueB2

00-J

CYL

2=C

o ~io



4-

UNIAXIAL STRAIN
DNA 2C4 GROUT

SAMPLE 1-22
It' DAY

REFRIGERATED

2-

v -

0

0J

1-PL 1-2

CYCL

CYL

0
0 1. 2 3. 4.0

COF E TRIN. ES /V.d KB%

Fiure Bl3

13 AIA6TRI

DNTaGRU



4-

UNIAXIAL STRAIN
DNA 2C4 GROUT

SAM4PLE 2-1?
IV DAY. REFRIG.

14

2

0
z
MI

0
0 3-1

VOUS TAN VV

-Jur 54

4NAILSRI
DN C RU
SA PE21?
IS DA

0
0 1. 2 . 0 3. 2.3

COLUIINMPESR , (7/V KIIR

Fiure 14b

UNA3A7TRI

DNV-4GRU



4-

UNIAXIAL STRAIN
DNA 2C4 GROUT

SAMPLE 1-17
18' DAY REFRIG.

3,.

2

0

0
a

VOUESRIN VV

FiueB5

w 0.5 0

SAMPE I-

0.2
7CL

CoNPININQ PRESSURE. (1, KISANS

Figure Bl5b

138



4-7

UNIAXIAL STRAIN
DNA 2C4 GROUT

SAMPLE 2-17A
18' DAY
IE FR 10.

3-

2

z
Z
x

0
0I- 3 0 1

r VOLME SRAINAV/V

Fiur B6

UNAILSRI
DN C RU

02

CIL

0 1 ' 2.3 0 1 ! 2.0

VOLUMEIN PTRISN. (7/, %0~

Fiure 86b

1 NA39 TRI

ANA aC cRU



UNIAXIAL STRAIN
D NA 2 C4 GROUT

SAMPL E 13

2' DAY REFRiG.
3-

"1 2

Iii

Z

0
0- 3 0 1

VOUESRI, 4V

FiueB7

UNAILSRI

U

025

0 Z
0 1. 2 3 0 3. 4.0

OLUINIE NSiRAI , (1,V KBR

Figure Bl7a

140 AIL TRI



UNIAXIAL $TRAIN
DNA 2C4 GROUT

SAMPLE 2-22
21' DAY REFRIG.

3-

2

ma0

0 C

0

VOUESRIN VV

FiueB8

0.10
Za

0 1 2. 3. 0 .20

Fiure Blla

4NAA STRAI



4-

UINIAXIAL STRAIN
DNA 2C4 GROUT

SAMPLE 1-6
21' DAY REFRIG.

3.-

2

0 2~ 3 2

VOUESRAN VV

Fiue69

0.8-

a -
4,

0.8 YL

0
o i 30 1 2 3. .

OLUMIN PESSUAR, 0Vf, KRN

- Figure 819b

DA 2CYRU



4-

UNIAXIAJ. STRAIN
DNA 2C4 GROUT

SAMPLE 1-25
28' DAY REFRIG.

3-

2

0
051 1 U

VOLUM STAN UV

-J4reBn

UNAILSRI
DN C RU

Z 0

0 1. 2.3 0 3. 2.3
C ON LUMNGPESRN, (Y , IIII

Fiure B20a

14A3A TRI



4-

UNIAXIAL STRAIN
DNA 2C4 GROUT

SAMPLE 2-13
24' DAY .REFRIG

3-

2

NA 2C4 GRU

I-CL

0

.14

U7



UNIAXIAL STRAIN
DNA 2C4 GROUT

SAMPLE 2-6
26' DAY REFRIG.

3-

0 22-0 1

VOUM STRIN ,vV

DN 2C GOU

SAPE -
28 DAY

RERGRAE

0.0

SAPLE 2-

1.0 ~20 3DAY.

£14

NAA"*



4-

UNIAXIAL STRAAIN
DN C GOUT

SAMPLE 2-19

&0

0 2

v9UESRAN VV

FitreB3

01

02

0~OLM STRINSURE flV, KVR

Fioure B2b

1N46A TRI

DN 24GRU



4-

UNIAXIAL STRAIN
DNA 2C4 GROUT

SAMPLE I-toe
56' DAY REFRIG.

3-

4;

I-0
Z

~1

0/
0

VOUU TAN VV

Fiur B24

0.4

a 2. 3 0 3. 4 3 0

CONFININ STRAIUN. 0V, %R

Fiure 24ab

UN147 TRI

DN L'GRU



4.-

UNIAXIAL STRAIN

DNA 2C4 GROUT

SAMPLE I-tOA
56" DAY .REFRIG.

3,

+ 2
ZTv

Z-

ol
0- 3 0

VOUESRIN4VV

FiueGU15

001

0
0 1. 2.3 0 3. 2.0

COFIIN ESRN (7I, KEN

Finure P'(5aS

1 NA4A8TRI



APPENDIX C

FAILURE ENVELOPES

149



TRIAXIAL COMPRESSION
0 25 KBAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 1-268
PORE PRESSURE=T0 BARS

10.4Z

-0.

1 .0 0.5 0 0 .5 1.0
TRANSVERS9 STRAIN AXIAL

Fi gure Cl

TRIAXIAL COMPRESSION
0 069 KBAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 1-26

-0.4 2 'APORE PRESSURE =10 BARS

IL

MAL--



TRIAXIAL COMPRESSION
0.50 K13AR CONFINING PRESSURE

DNA 2C4 GROUT
SAMPLE , -26

PORE PRESSURE =10 BARS

10.4 z

-0.2

1.0 0.5 0 0.5 1.0
TRANSVERSE STRAIN % AXIAL

Figure C3

TRIAXIAL COMPRESSION

1 KaAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 1-11
PORE PRESSURE =10 BARS

0.4 Z
. a

a

-0.2

1.0 0.5 0 0.8 1.0
TRANSVERSE STRAIN % AXIAL

Figure C4

151



TRIAXIAL COMPRESSION

4 KBARS CONFINING PRESSURE
DNA GROUT
SAMPLE 2-70

PORE PRESSURES 10 BARS

I0.4~
Wa

1.02

TRANSVERSE STRAIN %AXIAL

Figure C5

TRIAXIAL COMPRESSION
4 KBARS CONFINING PRESSURE
DNA 2C4 GROUT

SAMPLE 2-7A

PORE PRESSURE =10 BARS

-0.4 Z to

-0.2

1 .0 0.5 0 0.5 1.0

TRANSVERSE STRAIN % AXIAL

Figure C6

152

-~~~- -"I r~\



TRIAXJAL COMPRESSION

0.069 KSAA CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 1-26

PORE PRESSURE-~10 BARS

LIa

- 0.2

10 10
TRANSVERSE STRAIN % AXSAL

Figure C7

TRIAXIAL COMPRESSION

0.25 KBAR CONFINING PRESSURE

DNA 2C4 GROUT
SAMPLE 1-26
PORE PRESSURE -70 BARS

'u

-0.4 Z

O 10

TRANSVERSE STRAIN % AXIAL

Figure C8

153

Jf-.



TRIAXIAL COMPRESSION
0.5 KBAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 1-26

PORE PRESSURE=1O BARS

10 S 0 S 10

TRANSVERSE STRAIN % AXIAL

Figure C9

TRIAXIAL COMPRESSION
1 KBAR CONFINING PRESSURE

DNA 2C4 GROUT
SAMPLE 1-il
PORE PRESSURE=10 BARS

0.4 Z

19

10 30S10

TRANSVERSE STRAIN % AXIAL

Figure C1O

154

7 -3*



TRIAXIAL COMPRESSION
4 KBAR CONFINING PRESSURE
DNA 2C4 GROUT

S A PLE 2- 7 1
PORE PRESSURE-10 BARS

w 10

TRANSVERSE STRAIN %AXIAL

Figure Cll

TRIAXIAL COMPRESSION
4 KBAR CONFINING PRESSURE
DNA 2C4 GROUT 8/6/80 POUR

SAMPLE 2-7A
PORE PRESSURE =10 BARS

1550

TRANSVINGE STRAI % AXIA



TRIAXIAL COMPRESSION
0.50 KBAR CONFINING PRESSURE

DNA 2C4 GROUT
SAMPLE 1-2610.4 PORE PRESSURE =500 BARS

1.0 0.5 a 0.5 1.0
TRANSVERSE STRAIN % AXIAL

Figure C13

TRIAXIAL COMPRESSION
IKBAR CONFINING PRESSURE

DNA 2C4 GROUT
SAMPLE 2-20
PORE PRESSUR5500 BARS

-0.4 2
w 0

1 .0 0.S 0 0.S 1.0
TRANSVERSE STRAIN SAXIAL

Figure C14

156



TRIAXIAL COMPRESSION

4 KBARS CONFINING PRESSURE

DNA GROUT10.4PORE PRESSURE-500 BARS
SAMPLE 1-5B

10.2

1.0 o 0051.0
TRANSVERSE STRAIN % AXIAL

Figure C15

TRIAXIAL COMPRESSION
4 KEAR CONFINING PRESSURE
DNA GROUT
PORE PRESSURE-=500 BARS
SAMPLE 1-5A

wa

uca

ILU

.0.300.3 1.0

TRANSVERSE STRAIN S AXIAL

Figure C16

157



TRIAXIAL COMPRESSION

0.5 KBAR CONFINING PRESSURE

DNA 2C4 GROUT
SAMPLE 1-26
PORE PRESSURE-=500 BARS

10 S 05t

TRANSVERSE STRAIN %AXIAL

Figure G17,

TRIAXIAL COMPRESSION
I KBAR CONFINING PRESSURE

ONA 2C4 GROUT
SAMPLE 2-20
PORE PRESSURE-500 BARS

10 a510

TRANSVERSE STRAIN %AXIAL

Figure C18

158

gr



TRIAXIAL COMPRESSION
4 K BARS CONFINING PRESSURE
DNA 2C4 GROUT

SAMPLE 1-5A
POPE PRESSURE-500 BARS

-0.4 2

0r 10

TRANSVERSE STRAIN % AXIAL

Figure C19

TRIAXIAL COMPRESSION
4 KUAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 1- 5E
PORE PRESSURE 500 BARS

1* 1 0 9 10

TRANSVERSE STRAIN % AXIAL

Figure C20

159

ii. .I



UNCONFINED COMPRESSION
DNA 2C4 GROUT
SAMPLE 1-6
UNDRAINED

-0.4 z

0.2

1.0 0.9 0 0.6 1.0

TRANSVERSE STRAIN % AXIAL

Fiaure C21

TRIAXIAL COMPRESSION

0.069 KBAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 1-15
UNDRAINED

'u
0

-0.4 Z

U..a

I-

-0.2

1.0 0.3 a 0.5 1.0
TRANSVERSE STRAINW AXIAL

Figure C22

160

S.~~ ,. -l-



TRIAXIAL COMPRESSION
0.25 I(BAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 2-22
UNDRAINED

0.4 x

10.2

1 .0 0.5 0 0.5 1.0
TRANSVERSE STRAIN % AXIAL

Figure C23

TRIAXIAL COMPRESSION
0.50 NEAR CONFINING PRESSURE

DNA GROUT
10' IN/IN/SEC STRAIN RATE
SAMPLE 2-15
UNDRAINED

-0.4 Z

-0.2

1.0 0.5 a 0.5 1.0
TRANSVERSE STRAIN S AXIAL

Figure C24

1 161



TRIAXIAL COMPRESSION

I KUAR CONFINING PRESSURE
INA 2C4 GROUT

SAMPLE 1-7
UNDRAINED

-0.4 Z

1 .0 0. .51.0
TRANSVERSE STRAIN AXIAL

Figure C25

TRIAXIAL COMPRESSION
2 KRAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 2-Iv?I UNDRAINED

-0.4 a

IV

0.2 '

1 .0 0.8 0 0.5 1.0
TRANSVERSE STRAIN % AXIAL

Figure C26

162

i



TRIAXIAL COMPRESSION
4 KBAR CONFINING PRESSURE
DNA 2C4 GROUT

SAMPLE 1-17
UNDRAINED

w
Ul

wIt

1.0 0.0
TRANSVERSE STRAIN S AXIAL

Figure C??

163

dw~
1 Am~k** ~ Y



UNCONFINED COMPRESSION
DNA 2(.4 GROUT
SAMPLE 1-6
UNORAINED

2

10 5 0 5 106
TRANSVERSE STRAIN % AXIAL

Figure C28

TRIAXIAL COMPRESSION

.009 KUAR CONFINING PRESSURE

DNA 2C4 GROUT
SAMPLE 1-IS
UNDRAINED

*0.4 Z

10 5 10

TRANSVERSE STRAIN % AXIAL

Figure C29

164



TRIAXIAL COMPRESSION

0.25 K18AR CONFINING PRESSURE
DNA 2C4 GROUT
SAM"PLE 2-22

UNDRAINED

.0.4 Z
U.

I.-

.2A

t0 S 0 5 10
TRANSVERSE $TRAIN % AXIAL

Figure C30

rRIAXIAL COMPRESSION

0.5 (-BAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 2-15

UNDRAINED

-0.4 Z

U.

0

10805 10

TRANSVERSE STAIN %AXIAL

Figure C31

165



TRIAXIAL COMPRESSION

1 KBAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE I-7

0.4 UNDRAINED

-0.A ZC RU

.2

10 3051Lo

TRANSVERSE STRAIN % AXIAL

Figure C32

166IA OMRSSO

2 B--OFIIG RSSR



TRIAXIAL COMPRESSION
4 K BAR CONFINING PRESSURE

DNA 2C4 GROUT
SAMPLE 1-17
UNDRAINED

-0.4 2

10~, S 51

iti

-- - ~.VZ

0 5 0 3 1



TRIAXIAL COMIPRESSION
0.5 KBAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE t-5
PREVIOUSLY STRESSED TO

0,= 4 KBARS

L04 'Z

10.2

1.0 0.5 . .
TRANSVERSE STRAIN AXIAL

Figure C35

TRIAXIAL COMPRESSION
1 KBAR CONFINING PRESSURE

DNA 2C4 GROUT
SAMPLE 2-7
PREVIOUSLY STRESSED TO

a,= 4 KSARS

10.4 Z

as

01.0

TRANSVERSE STRAIN S AXIAL

Figure C36

168

_________ - o- .



TRIAXIAL COMPRESSION

0.5 K(3AR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 1-5
PREVIOUSLY STRESSED TO

,,4 KBARS

-0.4 Z

40.

10 5051

TRANSVERSE STRAIN % AXIAL

Figure C37

TRIAXIAL COMPRESSION

I KUAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 2-7
PREVIOUSLY STRESSED TO

-0.4 Z ~ ER

10 1a
TRANSVSRSE STRAIN AXIAL

Figure C38

169



ITRDAXIAL COMPRESSION

4 KBAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 2-20
POR4E PRESSURE-CONFINING PRESSURE

LU
-0.4z

0.2

1.0 0.6 0 0.1 1.0

TRANS VERSE STRAIN % AXIAL

Figure C39

TRIAXIAL COMPRESSION

4 KBAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 1-11
POPE PRESSURE -CONFINING PRESSURE

.0.4 Z
IWa

WE

I-

0.2

1.0 0.5 00.5 1.0

TRAOSVERSE STRAIN % AXIAL

Figure C40

170



TRIAXIAL COMPRESSION
A K BAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 2-20
FIORE PRESSURE =CONFINING PRESSURE

(U
.0.4 z

105 10

TRANSVERSE STRAIN S AXIAL

Figure C41

TRIAXIAL COMPRESSION

A KSAR CONFINING PRESSURE

ONA 2C4 GROUT
SAMPLE 1-11

{0.4Z PORE PRESSURE -CONFINING PRESSURE

I',

I-

10 5 0 510

TRANSVERSE STRAIN S AXIAL

Figure C42

4 171



TRIAXIAL COMPRESSION

DNA GROUT
RAMP lo IN/IISEC

SAMPLE i-I5

UNDRAINED

.00.5 0 0.5 1.0
TRANSVERSE STRAIN % AXIAL

Figure C43

TRIAXIAL COMPRESSION
0.069 KBAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 1-22

UNDRAINED

-0.4 Z

-0.

1.0 0.1 0 0.s 1!0

TRANSVERSE $TRAIN %AXIAL

Figure C44

172



TRIAXIAL COMPRESSION
ONA 2C4 GROUT
0.25 KBAR CONFINING PRESSURE
SAMPLE 1-17

0 UNDRAINED
-0.4 z

FigreC4

.. 0.4

10.2

10 0.5 0 0.5 1.0
TRANSVERSE STRAIN % AXIAL

Figure C45

1R7IA3OMRSSO

0.2 KAR ONINIG 7ESUR



TRIAXIAL COMPRESSION

0.50 (BAR CONFINING PRESSURE
DNA GROUT
RAMP 10 IN/IN/SEC

w SAMPLE 2-22

-0.4 Z UNDRAINED

cc

-0.2

1.0 0.5 / . .
TRNVRE STRAIN4 % AXIAL

Figure C47

TRIAXIAL COMPRESSION
0.50 I(BAR CONFINING PRESSURE

DNA GROUT
SAMPLE 1-13
UNDRAINED

-0.4 Z
Wla

a I

-

-0.2

1.0 0.! 0 0.3 .
TRANSVERSE ISTRAIN S AXIIAL

Figure C48

174

- . .



TRIAXIAL COMPRESSION
DNA 2CA GROUT

I KBAR CONFINING PRESSURE
1-. U SAMPLE 12
104a UNDRAINED

w Wa

'

10.2 U

1.0 .50 015 1.0
TRANSVERSE STRAIN % AXIAL

Figure C49

TRIAXIAL COMPRESSION
DNA 2C4 GROUT

I IKSAR CONFINING PRESSURE

SAMPLE 2-6

I UNDRAINED

-- 0,4 2. 1

.a

-0-

1.0 0.1.0.b0

TRANSYSRUEI14 STRAIN S AXIAL

Flaure C50

175



TRIAXIAL COMPRESSION
4 KBAR CONFINING PRESSURE
DNA GROUT
RAMP lo0 iN/INISEC
SAMPLE i-1010.4 UNDRAINED

10.2

1.0 0.5 0 0.5 1.0
TRANSVERSE STRAIN % AXIAL

Figure C51

TRIAXIAI. COMPRESSION
4 K13AR CONFINING PRESSURE
DNA GROUT
RAMP 10-'ININISEC
SAMPLE 1-10
UNDRAINED

VA
Q

-0.4 
11

176

I.M.
vea



TRIAXIAL COMPRESSION
DNA 2C4 GROUT

* 0.069 CONFINING PRESSURE
SAMPLE 1-13
DRAINED

-0.4 Z

-0.2

1.0 0.5 0 0'.5 1.0
TRANSVERSE STRAIN % AXIAL

Figure C53

TRIAXIAL COMPRESSION
0.25 KBAR CONFINING PRESSURE
DNA 2C4 GROUT
SAMPLE 2-17
DRAINED

1-0.4

JIa

Im

11.0 0.8 0 0.1 1.0
TNSVIRSE STRAIN %AXIAL

Fioure C54

- 177



TRIAXIAL COMPRESSION
0~ ( BAR CONFINING '-R.SSURE
DNA 2C4 GROUT
SAMPLE I-6

DRAINED

10.4

M.

1.0 0.5 0 0 .5 1.0
TRANSVERSE SrRAIN S AXIAL

Figure C55

TRIAXIAL COMPRESSION

DNA 2C4 GROUT
I KBAR CONFINING PRESSURE
SAMPLE 2-13
DRAINED

wo

10.

1!0 0.5 0.
TRANSVERSE STRAIN % AXIAL

Figure C56

178

- -V*o q*



TRIAXIAL COMPRESSION
4 KBAR CONFINING PRESSURE
DNA 2C4 GROUT

SAMPLE 1 -13

DRAINED

1.0 1.0

TRANSVERSE STRAIN % AXIAL

Figure C57

179

,~ ~,,-.- p--v- 
*



APPENDIX D

STRAIN RATE EFFECTS

PMCZD1N MM BLANK-Mo 1um

* 181-j



UNCONFINED COMPRESSION
DNA 2C4 GROUT
ID0 INIIN/SEC STRAIN RATE
SAMPLE t-6

-0.4 Z

-0.2

1 .0 0.5 0 0.5 1.0
TRANSVERSE STRAIN % AXIAL

Figure Dl

UNCONFINED COMPRESSION
DNA 2C4 GROUT
10" IN/INISEC STRAIN RATE
SAMPLE 2-24

lu
.0.4 a

lu.4

10.2

0.2

1.0~~ 0.4 . .



UNCONPINED COMPRESSION
DNA 2C4 GROUT
10" IN/IN/SEC STRAIN RATE
SAMPLE 2-13

0.4 z

we
-- 0.

1 .0 .5 0 .5 1.
TRANSVERE STRAINS AXL

0.2

1.0 0.5 0 0 .5 1.0

TRANSVERS STRAIN %AXIAL

Figure D4

1N8F3E CMRESO



UNCONFINED COMPRESSION
DNA 2C4 GROUT
10-' IN/INISEC STRAIN RATE
SAMPLE 1-15

0.4 2

\0.2

1 .0 0.5 0 051.0
TRANSVERSE STRAIN % AXIAL

Figure D5

UNCONFINED COMPRESSION
DNA 2C4 GROUT
10-I INIIN/SEC STRAIN RATE
SAMPLE 1-22

-0.4 ZU3

-0.2

1 .0 0.S 00.5 1.0
TRANSVERSE STRAINMS AXIAL

Figure D6

184

pill,.



UNCONFINED COMPRESSION

DNA 2C4 GROUTI ~o 10 W NINSEC STRAIN RATE
SAMPLE 2-24

1.0.4a

0.

1.0 0.S 0 0.5 1.0
TRANSVERSE STRAIN % AXIAL

Figure D7

UNCONFINED COMPRESSION
DNA 2C4 GROUT
10-2 IN/IN/SEC STRAIN RATE
SAMPLE 1-22

w

-0.4Z

I.2

1.0 .: 05 1.

TRASVRS SRAN AI-

FiueD

18-

i WEa



UNCONFINED COMPRESSION
DNA 2C4 GROUT
io0 IN/IN/SEC STRAIN RATE
SAMPLE 1-25

-0.4 2

J-r-0.2
1.0 05 a 05 1!

TRANVERS STAIN XIA

-0.4

1. .5 0 .5 1.0
TRANSVRSE STRAIN S AXIAL

Figure D10

186PIE CMRESO

0.417



4-

UNIAXIAL STRAIN
DNA 2C4 GROUT
10' INflNISEC STRAIN

RATE
SAMPLE 2-22

3-

2-

-4

0 0 . .
VOUESRI.VV

FipeDl

SAPL 2.522.

UNAIALSTAI

SAMPLE I-2

0 1.0 2.0 3.0o 4.0
COWUUG PRESSUAI. a, ROARS

Fiqure Dllb

137



4-

UNIAXIAL STRAIN

DNA 2C4 GROUT
10" IN/IN/SEC STRAIN RATE
SAMPLE 1-21

a

3-

aU2

.a

I-

a

Z

0 
.

*VOUESRI,0V

0N 2.4 GR.0

SAMPLE 1-21
UNDRAINED
RAMP 10' IN/IN/SEC

U0.25

CONPININO PRESSURE, 0, KEANE

Figure Dl2b

188



4.
UNIAXIAL STRAIN
DNA 2C4 GROUT
10' IN/IN/SEC STRAIN

RATE
SAMPLE 2-20

'3

2-

a2. .
VOUESRI,0V

Fiue03

SAPL 2250

UNAILSTAI

RAMP 10- IN/IN/SEC

Figure Dl3b

189



UNIAXIAL STRAIN
ONA 2C4 GROUT

1 0 INIINISEC STRAIN

RATE

SAMPLE 1-15

16I' DAY
IREFRIGERATED

3

4i

10

0+1 2 3

VOUM STANVV

Fiur D1

UIAXA STAI

0.10

19

0 .2 3 1 2



4 -
UNIAXIAL STRAIN
ONA 2C4 GROUT
16' IN/INISEC STRAIN

RATE
SAMPLE 1-13

i10' DAY
REFRIGERATED

3-

c

0
VOUESRAN4VV

FiueD5

INAA STAI
D1A24 RU
SA PL 1-1

I, N .
RAP10' Na/E

0.0

T
CY-L

.......
-YCEJ
4CL

0
1. . . .

COMIoPESR.( BR
FiueD2

19

4#

Wil



4-

UNIAXIAL STRAIN

DNA 2C4 GROUT
10' IN/INISEC STRAIN

RATE

SAMPLE 1-22

16' DAY
REF RiGERA TED

/ t

2-

0
0 3 0 1

VOUESRIN VV

Fiur-06

00-I

II 4
UIL

0. £

19

0-

w



AD-AI28 368 PROPERTIES OF TUFFS GROUT AND 0THER MATERIALS(U) TERRA2
TEK INC SAL LAKE CIT UT C H COOLEY ET AL 01 JAN 8

TT-R-82-05 DNA-5986F DNA001 78 C 0395
UN SSIFIED FIG 8/7 N

*flflflflflfl68



- 1.2

1.1 L1.8

MICROCOPY RESOLUTION TEST CHART
NATIONAL BUREAU OF STANDARDS-1963 A

)

'I



UNIAXIAL STRAIN
DNA 2C4 GROUT
1O*' IN/Im/SEC
SAMPLE 2-13

43

0

2623.
VO6I TAIVV

FiueD7

UNAIA-TRI

0. 0

T

026

0 2.0 2. 5.0 .

VOMEIN SRIN, aV KB%

Figure 017b

1NA93 TRI



TRIAXIAL COMPRESSION

DNA GROUT

0.5 KS CONFINING PRESSURE
1() INIISEC STRAIN RATE

SAMPLE 2-2

0.4 .

00

TWAWIVUSI STRAIN % AXIAL

TRIAXIAL COMPRESSION

DNA GROUT
0.5 ICUAR CONFINING PRESSURE

10- INIINJSEC STRAIN RATE

SAMPLE 2-15

-0.42

194

A_ &Taa'

A -M ili !,9



TRIAXIAL COMPRESSION
DNA GROUT
0.5 KEARS CONFINING PRESSURE
IV* INuN/SEC STRAIN RATE
SAMPLE 1-13

0.4

-0.

1.0 050051.'
TRAIIIVIIIIII1 STRAIN % AXIAL

Figure 020

195



IV. COAL TAR EPOXY

PEM AM- MAK-W FLji

1 197



Introduction

Three series of tests were run on samples of coal tar epoxy (CTE)-pea

gravel mistures, in order to determine their behavior when subjected to ele-

vated stress at room temperature and elevated temperatures and in a steam

atmosphere.

Results of the first test series consist of previously unreported data on

CTE. These include results of room temperature triaxial compression tests

conducted at 0, 1, 2 and 4 kbar confining pressure, and uniaxial strain tests

conducted to 4 kbar confining pressure.

The second and third test series have been reported previously in the

form of letter reports. Results of unconfined compression tests conducted at

room temperature and a sample treated at 1000C were included in a letter to J.

LaComb dated March 30, 1981. Results of CTE creep experiments were submitted

in the letter to J. LaComb dated October 1, 1981. For completeness, results

of these two test series are included in this section.
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Triaxial Compression and Uniaxial Strain Tests at Room Temperature

In order to develop a better understanding of the mechanical behavior of

coal tar epoxy (CTE)-pea gravel mixtures, a series of triaxial and uniaxial

strain tests were performed. Triaxial compression tests at 0, 2 and 4 kbars

confining pressure were conducted, as well as uniaxial compression tests to 4

.kbars. These tests were all at room temperature.

Figures 1 to 7b are plots of strain as a function of stress difference,

and strain as a function of confining pressure for the triaxial compression

tests. Figures 8a to 9b show volume strain versus the mean normal stress, and

stress difference versus confining pressure for the uniaxial compression

tests.

The CTE material showed permanent compactions of approximately 0.5% and

1.0% by volume after the uniaxial tests.
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Unconfined Compression Test at Room Temperature and 100*C

Figure 10 is a plot comparing the unconfined compressive strengths at

room temperature and -100 0C. In the elevated temperature test the prepared

CTE sample was immersed in boiling water (96*C in Salt Lake City) for approxi-

mately 24 hours and was then quickly instrumented and tested to failure in

compression. As can be seen, the relative unconfined compressive strengths of

the samples tested at room and elevated temperatures differ by more than an

order of magnitude.

COAL TANI

AT ROaM oW"tii N & low C

Figure 10. Unconfined Compression of CTE with Pea
Gravel at Room Temperature and 1000 C.
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Creep Experiments at -100C

The creep response of CTE-pea gravel mixtures at elevated temperatures

was also investigated. In these series of tests, 2 and 4 inch long samples of

2 inch diameter CTE material were mounted in the apparatus shown diagramatic-

ally in Figure 11. This apparatus consisted of a free hanging vertical rod

fastened at its upper end to a support structure. Dead weights, a platten and

the sample were all subsequently placed coaxially on the rod. A 0.57 in2

washer and nut supported the components. An open ended cylinder mounted on

the underside of the platten encased the CTE sample material. This cylinder

had vent holes drilled near the upper end to allow vertical steam circulation.

The washer area and the dead weights combined to produce a compressive stress

of 6.9 bars on the sample.

Saturated steam (-96*C) was allowed to contact the side and end surfaces

of the CTE sample. The creep displacement of the sample was measured by a

dial gage (having a resolution of 0.001 inches) indicating the platen posi-

tion. The time displacement data were collected for periods of up to 56

hours. The displacement as a function of time (displacement being plotted

instead of strain due to stress field inhomogeneities) for the four samples

tested are shown in Figure 12. The general characteristics of primary and

secondary creep are evident in the samples. There are, however, significant

variances in the curves. The most probable cause of these variances is the

effect of the full-sized pea gravel filler on a small sample. A larger sample

would tend to minimize the inhomogeneous effects of the filler. And in fact

the two 4 inch long samples did exhibit the most consistent response.
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Figure 11
Elevated temperature creep apparatus used in
GTE tests.
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